CELLULAR LIGHT-WEIGHT CONCRETE - (CLC)

Production Process.........
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DENSITY 400 800 1000 1200 1400 1600 16800
(kgdm’)

CRUSHING STRENGTH (kg/ cm’) 35 65 120 180 250




